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Abstract
This Code covers the requirements for welding structures or components under the surface of water. It includes welding
in both dry and wet environments. Clauses 1 through 6 constitute the general requirements for underwater welding while
clauses 7 through 9 contain the special requirements applicable to three individual classes of weld:

Class A—Comparable to above-water welding
Class B—For less critical applications
Class O—To meet the requirements of another designated code or specification
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Statement on the Use of American Welding Society Standards

All standards (codes, specifications, recommended practices, methods, classifications, and guides) of the American
Welding Society (AWS) are voluntary consensus standards that have been developed in accordance with the rules of the
American National Standards Institute (ANSI). When AWS American National Standards are either incorporated in, or
made part of, documents that are included in federal or state laws and regulations, or the regulations of other governmen-
tal bodies, their provisions carry the full legal authority of the statute. In such cases, any changes in those AWS standards
must be approved by the governmental body having statutory jurisdiction before they can become a part of those laws and
regulations. In all cases, these standards carry the full legal authority of the contract or other document that invokes the
AWS standards. Where this contractual relationship exists, changes in or deviations from requirements of an AWS stan-
dard must be by agreement between the contracting parties.

AWS American National Standards are developed through a consensus standards development process that brings
together volunteers representing varied viewpoints and interests to achieve consensus. While the AWS administers the
process and establishes rules to promote fairness in the development of consensus, it does not independently test, evalu-
ate, or verify the accuracy of any information or the soundness of any judgments contained in its standards.

AWS disclaims liability for any injury to persons or to property, or other damages of any nature whatsoever, whether spe-
cial, indirect, consequential, or compensatory, directly or indirectly resulting from the publication, use of, or reliance on this
standard. AWS also makes no guarantee or warranty as to the accuracy or completeness of any information published herein.

In issuing and making this standard available, AWS is neither undertaking to render professional or other services for or
on behalf of any person or entity, nor is AWS undertaking to perform any duty owed by any person or entity to someone
else. Anyone using these documents should rely on his or her own independent judgment or, as appropriate, seek the
advice of a competent professional in determining the exercise of reasonable care in any given circumstances. It is
assumed that the use of this standard and its provisions is entrusted to appropriately qualified and competent personnel.

This standard may be superseded by the issuance of new editions. This standard may also be corrected through publica-
tion of amendments or errata. It may also be supplemented by publication of addenda. Information on the latest editions
of AWS standards including amendments, errata, and addenda are posted on the AWS web page (www.aws.org). Users
should ensure that they have the latest edition, amendments, errata, and addenda.

Publication of this standard does not authorize infringement of any patent or trade name. Users of this standard accept any
and all liabilities for infringement of any patent or trade name items. AWS disclaims liability for the infringement of any
patent or product trade name resulting from the use of this standard.

The AWS does not monitor, police, or enforce compliance with this standard, nor does it have the power to do so.

On occasion, text, tables, or figures are printed incorrectly, constituting errata. Such errata, when discovered, are posted
on the AWS web page (www.aws.org).

Official interpretations of any of the technical requirements of this standard may only be obtained by sending a request,
in writing, to the appropriate technical committee. Such requests should be addressed to the American Welding Society,
Attention: Managing Director, Technical Services Division, 8669 Doral Blvd., Doral, FL 33166 (see Annex F). With
regard to technical inquiries made concerning AWS standards, oral opinions on AWS standards may be rendered. These
opinions are offered solely as a convenience to users of this standard, and they do not constitute professional advice. Such
opinions represent only the personal opinions of the particular individuals giving them. These individuals do not speak
on behalf of AWS, nor do these oral opinions constitute official or unofficial opinions or interpretations of AWS. In addi-
tion, oral opinions are informal and should not be used as a substitute for an official interpretation.

This standard is subject to revision at any time by the AWS D3 Committee on Welding in Marine Construction. It must
be reviewed every five years, and if not revised, it must be either reaffirmed or withdrawn. Comments (recommendations,
additions, or deletions) and any pertinent data that may be of use in improving this standard are required and should be
addressed to AWS Headquarters. Such comments will receive careful consideration by the AWS D3 Committee on
Welding in Marine Construction and the author of the comments will be informed of the Committee’s response to the
comments. Guests are invited to attend all meetings of the AWS D3 Committee on Welding in Marine Construction to
express their comments verbally. Procedures for appeal of an adverse decision concerning all such comments are pro-
vided in the Rules of Operation of the Technical Activities Committee. A copy of these Rules can be obtained from the
American Welding Society, 8669 Doral Blvd., Doral, FL 33166.
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The D3 Committee on Welding in Marine Construction dedi-
cates this edition of AWS D3.6M, Underwater Welding Code,
to the memory of Conway E. ‘Whitey’ Grubbs.

C. E. ‘WHITEY’ GRUBBS
1918–2004

Whitey passed away in June 2004 at the age of 85 and is 
considered by many in the field as the father of underwater
wet welding. During his more than 30 years of dedication to
underwater welding, Whitey founded the AWS committee
that established the standard for underwater welding, and
served as its Chairman from 1974 to 1988. He authored 
more than 50 papers on underwater welding, received numer-
ous awards for his contributions, and held three patents. 
He was the first to design and use the scallop sleeve splice 
for connecting tubular members by wet welding. Whitey
retired from Global Industries as the Director of Underwater
Welding Research. He was a friend and mentor to many in the
industry today.
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Foreword
This foreword is not part of AWS D3.6M:2010, Underwater Welding Code, 

but is included for informational purposes only.

In 1975, the AWS Committee on Marine Construction requested the Subcommittee on Underwater Welding to establish
a standard reflecting state-of-the-art technology relative to underwater welding. The first edition of the Code was pub-
lished in 1983, with subsequent editions issued in 1989, 1993, and 1999.

This edition is presented with the SI units of measure being the standard. The U.S. Customary Units are approximate and
for information only. Clauses 1 through 6 constitute the general requirements applicable to all classes of underwater
welds. Clauses 7 through 9 contain unique requirements applicable to each class.

Initially applied as a means of temporary repair for damaged steel-hulled vessels, underwater welding has evolved into
an accepted method of construction and repair of engineered structures. Recent applications include engineered repair
and alteration of off-shore structures, submerged marine pipelines, underwater port facilities and nuclear power plant
components.

There are five basic methods of underwater welding currently in use:

(1) Welding in a pressure vessel in which the pressure is reduced to approximately one atmosphere, independent of
depth (dry welding at one atmosphere).

(2) Welding at ambient pressure in a large chamber from which water has been displaced in an atmosphere such that
the welder/diver does not work in diving equipment (dry welding in a habitat).

(3) Welding at ambient pressure in a simple open-bottomed dry chamber that accommodates, as a minimum, the head
and shoulders of the welder/diver in full diving equipment (dry chamber welding).

(4) Welding at ambient pressure in a small, transparent, gas-filled enclosure with the welder/diver outside in the water
(dry spot welding).

(5) Welding at ambient pressure with the welder/diver in the water without any mechanical barrier between the water
and the welding arc (wet welding).

No sharp distinction exists between these methods; intermediate degrees of weldment and welder protection from the
water are in use. Metal-transfer characteristics, solidification behavior, weld appearance, mechanical properties, and
other characteristics can vary with pressure, and each method of welding may differ from its usual behavior with conven-
tional surface welding. Special quality requirements and inspection procedures must be established for underwater welds
because of the altered environment and accessibility. This document is intended to define the important variables associ-
ated with underwater welding and to describe welding and inspection procedures so that work of a known quality level
can be conveniently specified.

Three weld classes (A, B, and O) are specified herein. They encompass the range of quality and properties currently pro-
duced by application of the various methods. Each weld class defines a set of criteria for weldment properties that must
be established during qualification, and a set of weld soundness requirements that are to be verified during construction.
Welds in each class must meet all the criteria specified for that class. This Code does not address the selection of the class
that meets the service requirements of a particular application. The selection of the class of weld to be provided is to be
prescribed by the customer.

Comments and suggestions for the improvement of this standard are welcome. They should be addressed to the Secretary,
AWS D3B Subcommittee on Underwater Welding, American Welding Society, 8669 Doral Blvd., Doral, FL 33166.




